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  A memristor is a two-terminal ‘memory resistor’ electronic device, in which a metal 
oxide switching layer is sandwiched between two metal electrodes [1-4]. In general, 
memristors offer non-linear switching characteristics, and materials and process 
compatibility with advanced silicon manufacturing. These attributes have spurred the 
exploration of memristors as synaptic devices for realizing spike-based hardware 
learning systems that are capable of processing unstructured, temporal data [5-10]. 
However, for memristor-based technologies to be viable, the device should exhibit 
several key characteristics. It should have a compact nanoscale footprint, operate at a 
voltage close to 1V that is compatible with complementary metal oxide semiconductor 
(CMOS) technology, have reproducible electrical characteristics, and possess high 
switching speed to minimize the energy consumption [11]. Furthermore, the hardware 
integration of synaptic connections in advanced neural networks requires memristors 
with multiple resistive states [12, 13]. These are challenging requirements and are 
difficult to implement without significant innovations.  
The phenomenological principle of memristor device operation is based on the 
change in the physical properties of a conductive filament (associated with the presence 
of oxygen vacancies) by applying an electric field across the metal oxide switching layer 
[14-16]. The resulting motion of the oxygen vacancies alters the device resistance 
between low (Set) and high (Reset) states, depending on the direction and the amplitude 
of the electric field. So far, a variety of structures from a large set of materials (various 
metal oxide switching layers and metal electrodes) have been studied in the literature [4, 
17, 18]. Several key findings can be drawn from those studies regarding the 
performance, energy and scalability of this type of devices. The most important finding 
reveals the trade-off between the switching energy and the data retention time—that is 
often referred to as voltage-time dilemma [19]. This trade-off is associated with the 
energy barrier of the device structure. For example, devices made of metal oxides with 
small energy bandgap (Eg), such as titanium oxide (TiOx, Eg~3.4eV), generally exhibit 
low operating voltage and compromised data retention [20], while those with large 
bandgap, such as hafnium oxide (HfOx, Eg~5.4eV) demonstrate the opposite [21]. 
However, the fabrication of devices with bilayer switching stacks has shown to be 
effective in mitigating this trade-off. In particular, the improvement in data retention was 
obtained by the incorporation of an ultra-thin wide bandgap metal oxide capping layer 
(for example aluminum oxide) [22]. On the other hand, the addition of a reactive capping 
metal (for example titanium, hafnium, etc.) as an oxygen scavenging layer provided a 
pathway for reducing the operating voltage of the devices [23, 24]. Despite significant 
advances, a sub-1V memristive device that simultaneously affords built-in analog 
behavior, energy efficiency on par with a biological synapse, forming-free operation and 
low device-to-device variations is still elusive. 	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Figure 1: Improving memristor device characteristics using an engineered sub-
stoichiometric HfOx capping layer. a, Schematic structure of two memristors with and without 
the engineered HfOx, conceptually illustrating the increase of the oxygen vacancy density in the 
CeOx switching layer. This attribute of the bilayer memristor results in the forming-free operation 
and the reduction of the Set voltage. XPS spectra of the b, engineered HfOx, and c, CeOx films 
with and without the HfOx capping layer. The XPS studies indicate the increase of the oxygen 
vacancy concentration in the CeOx film capped with the oxygen-deficient HfOx layer. d, 
Representative current-voltage characteristics of two memristors, indicating the sub-1V operation 
of the bilayer memristive device. e, Heat transfer simulations illustrate enhanced Joule heating in 
the bilayer structure, causing the marked reduction of the Reset voltage (Scale bars are 2nm). 
The observed increase in Joule heating arises from the high thermal resistivity of HfOx at 
nanoscale.  
Here, we have developed a memristive-based synaptic device by engineering the 
material properties of an HfOx capping layer in a bilayer structure with a cerium oxide 
(CeOx) switching layer. In this structure, the combination of sub-stoichiometric structural 
properties of the HfOx capping layer and its enhanced thermal resistivity at nanoscale 
dimensions leads to the significant improvement in switching behavior of the devices in 
terms of the operating voltages, device performance uniformity, reproducibility, and 
reliability. Furthermore, this structure yields forming-free devices with an analog 
resistance state that is inherent to the device itself. This key attribute of our HfOx/CeOx 
devices enables the implementation of Hebbian learning [25], validating the plasticity of 
the synaptic connection.  
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Memristor devices (150µm diameter) were fabricated on silicon substrates capped 
with 300nm silicon dioxide. The device structure consists of gold bottom electrode, 
HfOx/CeOx switching layer, and aluminum top electrode. The total thickness of the 
bilayer switching layer in all experiments was kept at 20nm, while varying the thickness 
of the HfOx and CeOx layers. The metal electrodes were formed using electron-beam 
evaporation. Figure 1(a) conceptually illustrates the effect of the engineered HfOx 
capping layer on the concentration of oxygen vacancies in the CeOx switching layer. X-
ray photoelectron spectroscopy (XPS) was performed to guide the development of the 
bilayer structure (See Supplementary Information). Figure 1(b) shows the Hf 4f spectrum 
of the engineered HfOx capping layer, revealing the sub-stoichiometric nature of the film. 
The data indicates the presence of Hf 4f7/2 and Hf 4f5/2 peaks at 16.32eV and 18.03eV, 
respectively—which is consistent with the previous reports in the literature [26, 27]. 
Metallic Hf was also found in the engineered HfOx layer, evident from the peak at 15.02 
eV. The chemical composition of the HfOx was quantified using the Casa XPS software, 
in which x was found to be about 1.75.  
Figure 1(c) shows the Ce 3d XPS spectra of the CeOx switching layer with and 
without the engineered HfOx capping layer. In these experiments, the CeOx and HfOx 
layers were 20nm and 0.8nm, respectively. As a result, the adequately small thickness 
of the HfOx capping layer allowed the XPS analyzer to receive signal from the CeOx 
layer. As can be seen in Figure 1(c), the bilayer structure exhibits discernable u' and v' 
peaks at 904 eV and 885 eV [28-30] that are absent in the spectrum of the CeOx layer 
with no HfOx capping layer. The u' and v' peaks signals the reduction of the Ce4+ to Ce3+ 
states [29, 30], which can be translated to the formation of excess oxygen vacancies at 
regions near the HfOx/CeOx interface. The marked increase of the oxygen vacancy 
concentration in the bilayer structure permits the formation of the conductive filament 
using a smaller electric field, thereby enabling the low-voltage operation of the bilayer 
structure. Figure 1(d) shows the representative dc current-voltage characteristics of two 
CeOx-based devices with and without the engineered HfOx capping layer, demonstrating 
significant reduction of the Set voltage to below 0.8V.   
In a memristive device, the transition from low to high resistance states occurs as the 
polarity of the electric field across the device is reversed. As the reverse electric field 
increases, the oxygen anions in the conductive filament begin to disperse through drift 
and diffusion processes [10]. Considering the similar thickness of the switching layer in 
Figure 1(d), the improved Reset voltage of the bilayer device may be explained by 
locally enhanced diffusion of oxygen vacancies. We infer that the enhanced thermal 
resistivity of HfOx at nanoscale dimensions amplifies Joule heating in the CeOx switching 
layer, thereby accelerating the dispersion of oxygen anions at a lower electric field. To 
elucidate this concept, we performed numerical heat transfer analysis using COMSOL 
simulator for two devices in Figure 1(e) at the bias of -0.6V. The simulation results 
indicate significant enhancement of Joule heating in the bilayer structure. For these 
simulations, we used the measured electrical parameters of the layers, while the thermal 
parameters were obtained from the literature [28, 31-35].  
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Figure 2: Effect of HfOx/CeOx thickness ratio on the memristor device behavior. The data 
indicates that the optimal device characteristics (a, forming voltage, b, Set voltage, and c, Reset 
voltage) occurs at the thickness ratio of about 0.1. Moreover, the device-to-device variation is 
reduced at this optimal thickness ratio. The equivalency of the forming and Set voltages at the 
optimal thickness ratio confirms the forming-free operation of the device. 
Low device variability is critical for implementation of large neural networks with high 
density of memristive synaptic connections. Therefore, we statistically examined the 
effect of the HfOx thickness on the important device parameters: Set, Reset, and forming 
voltages. In these experiments, the HfOx/CeOx thickness ratio was varied, while keeping 
the total thickness of the bilayer stack fixed at 20nm. The data in Figure 2 indicates that 
the insertion of an HfOx capping layer with the optimal thickness ratio of about 0.1 
significantly improves the uniformity of the key device parameters. Interestingly, this 
optimal thickness ratio also coincides with the minimum operating voltages of the bilayer 
structure. We surmise that the HfOx film begins to act as an independent switching layer 
beyond this optimal thickness ratio, resulting in significant increase in both the device 
operating voltages and the device variability. Moreover, the Reset voltage begins to 
increase as the HfOx film becomes thicker. This observation is in agreement with our 
heat transfer simulation results in Figure 3. 
 
                 
Figure 3: Effect of HfOx film thickness on Joule heating. Numerical heat transfer simulation 
results for several bilayer HfOx/CeOx structures with varying HfOx to CeOx thickness ratio at the 
bias voltage of -0.6V. The total thickness of the HfOx/CeOx stack was kept at 20nm. The Joule 
heating begins to diminish as the thickness of the HfOx was increased, which arises from the 
thickness dependence of the HfOx thermal conductivity [35]. 
 
 
 
a               b              c 
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A fresh memristive device generally requires an initial electroforming step; that is the 
formation of a conductive filament using a relatively large electric potential (known as the 
forming voltage) before the device can operate at normal Set and Reset voltages. The 
disparity between the Set and the forming voltages necessitates that the devices in a 
crossbar array are isolated and accessed individually for electroforming [36, 37] in order 
to avoid the breakdown of the neighboring ‘formed’ devices in the array. However, the 
physical constraints of these strategies limit the implementation of high-density crossbar 
arrays. Our bilayer HfOx/CeOx device is free from such a limitation, exhibiting forming-
free behavior; i.e. the Set voltage is adequate to form the conductive filament in a fresh 
memristive device (See Figure 2(a) and (b)). This characteristic is attributed to the 
efficacy of the HfOx capping layer in creating sufficiently high concentration of excess 
oxygen vacancies in the CeOx switching layer. 
Figure 3 shows the heat transfer simulations for devices with varying HfOx/CeOx 
thickness ratio, for which the total thickness of the HfOx/CeOx stack was 20 nm. The 
peak temperature value was found to be the highest when the thickness ratio was about 
0.1. The simulation results suggest that capping the CeOx switching layer with a 
sufficiently thin layer of HfOx enhances the Joule heating, owing to the pronounced 
thermal resistivity of HfOx at nanoscale. However, as the thickness of the HfOx 
increases, the Joule heating begins to diminish, which is consistent with the thickness 
dependence of the HfOx thermal conductivity [35]. The enhanced Joule heating effect in 
the optimal structure is therefore expected to enhance the diffusion of the oxygen 
vacancies during the Reset process, thereby reducing the Reset voltage.     
Figure 4: Device reliability studies. a, The endurance test results for the CeOx and the optimal 
HfOx/CeOx devices. In addition to the improved endurance properties, the bilayer device exhibits 
larger HRS and LRS values compared to the device with no HfOx. The increase of the LRS and 
HRS values is favorable for reducing the switching power consumption of the bilayer device. b, 
The accelerated retention test for the CeOx and the HfOx/CeOx devices measured at 150°C at 
constant stress voltage of +0.2V. The results indicate projected data retention of 10 years for both 
devices. c, Representative CDF plot of the cycle-to-cycle programing characteristics for two 
devices with and without the engineered HfOx layer.                              
The bilayer structure exhibits excellent switching reliability at the thickness ratio of 
0.1, which conceivably stems from the reduced operating voltage of the device. In Figure 
4(a), the optimal memristor bilayer structure survives more than 2×105 cycles of 
programing (endurance test). The accelerated retention test in Figure 4(b) indicates 
projected data retention of 10 years for the bilayer devices (See Supplementary 
Information). The cumulative distribution function (CDF) in Figure 4(c) illustrates the 
representative switching characteristics between different programing cycles for two 
CeOx devices with and without the engineered HfOx capping layer. The CDF plot 
indicates the improved uniformity of the On-state performance between programming 
 a              b           c	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cycles of the same bilayer device, while the Off-state characteristic of the device 
appears to have been degraded, perhaps due to the non-uniformity of the Joule heating 
effect. The bilayer device exhibits average low- and high-resistance states (LRS and 
HRS) of about 600Ω and 2.8MΩ that are larger than those of the device with no HfOx 
capping layer by factors of 4 and 10, respectively. The resulting increase in the LRS and 
HRS values is beneficial for reducing the switching power consumption of the device 
during the Set and Reset operations.  
  
Figure 5: Analog memory characteristic of the bilayer memristor. The normalized 
conductance of a bilayer memristor is plotted as a function of pulse widths and amplitudes when 
the device switches from a, fully Off state to fully On state, and b, fully On state to fully Off state. 
The dashed lines are guide to the eye and the hatched regions denote unmeasured points. The 
data in a, and b reveal the gradual change in the conductance of the device between the fully Off 
and On states. Full On/Off switching energy consumptions of ~2.6 and 2.1pJ were calculated 
from the transient c, Set and d, Reset voltage and current waveforms, respectively.   
The series connection of one transistor and one memristor (1T-1R) is a popular 
approach for implementing multi-state memory function [38]. The use of such 
configurations, however, limits the memristor integration density because of the physical 
constraints imposed by the transistor dimensions as well as the need for a complicated 
driver circuit in order to independently control each transistor. To circumvent these 
practical issues, the multi-state characteristic must be inherent to the two-terminal 
memristive device itself. Figures 5(a) and 5(b) illustrate the pulse measurement results 
for a bilayer device (with the optimal structure), indicating the gradual change in the 
conductance of the filament between the fully On and Off states. The observed resistive 
          a         b 
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states are inherent to the device because no current compliance limit was used during 
these measurements. 
Interestingly, the bilayer device also exhibits weak voltage-time dependence for pulses 
shorter than a few microseconds, which could be attributed to the dominant effect of the 
HfOx capping layer on the device switching behavior. The full On/Off energy 
consumption during Set and Reset steps was calculated to be, respectively, 2.6 and 2.1 
pJ using the corresponding transient voltage and current waveforms in Fig. 5(c) and 
5(d). Considering the analog characteristic of the resistive states together with the large 
HRS to LRS ratio in excess of 103, the energy consumption for switching between the 
intermediate resistance states will be much smaller (about tens of fJ, assuming memory 
states with an increment of 100Ω). 
Figure 6: Implementation of STDP learning using the HfOx/CeOx memristive device. a, 
Schematic representation of the learning experiment. Two waveforms with identical shapes were 
applied to the top and bottom electrodes. In the learning experiments, the time intervals between 
the pre- and post-synaptic spikes were varied in order to probe the synaptic depression (Δt<0) 
and potentiation (Δt>0). The positive (negative) time difference indicates that the pre-synaptic 
spike occurs before (after) the post-synaptic one. b, The plot clearly indicates the marked change 
in the synaptic strength as a function of different pre/post spike intervals.  
Inspired by the brain, spike-based hardware learning systems have potential to be 
efficient and compact for processing unstructured data [39]. In such systems, the 
learning mechanism follows the spike-based form of Hebbian learning [25], i.e. STDP, in 
which the change in the strength of the synapse depends on the time difference (Δt) 
between the pre- and post-synaptic neural spikes.  Figure 6(a) illustrates the synaptic 
waveforms. The waveforms with exponential decays were emulated with a series of 
square pulses (Supplementary Fig. S1). For these experiments, we have chosen an 
average spike rate of about 1MHz, which is 105 times faster than that of the brain. This 
corresponds to a time step of ~1µs for updating the internal state of neurons and 
calculating the synaptic currents, assuming the neuron spiking probability of 0.01 as in 
the brain. Note that the acceleration of the learning rate is beneficial for handling large 
amount of data, while allowing the reduction of the energy consumption of the 
memristors. Figure 6(b) shows the plot of the normalized conductance change of the 
optimal bilayer device as a function of the time difference between the pre- and post-
synaptic neural spikes. The data is fitted with exponential decay functions, confirming an 
STDP behavior similar to that of a biological synapse. Moreover, the data indicates a 
   a         b 
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remarkable change in the normalized conductance of the device (>30 times) when the 
pre- and post-synaptic spikes overlap.  
In summary, we have demonstrated a new bilayer HfOx/CeOx memristors by tailoring 
the structural properties of the nanoscale HfOx capping layer. The memristive device 
was readily implemented using CMOS-compatible materials and processes. The device 
is forming-free and thus amenable to high-density integration. More importantly, this 
device also exhibits analog resistance states, sub-1V operating voltages, and energy 
efficient operation. Furthermore, the STDP learning rule was successfully implemented, 
following the Hebb’s rule of learning; that is, neurons fire together wire together. The 
salient features of this new memristor meet the main requirements for a native synaptic 
device and can be used for hardware implementation of STDP-based learning systems.  
Acknowledgement 
 
The authors acknowledge the financial support by the NSF NNCI program, and the NASCENT 
NSF ERC grant.    	  
Methods 
 
The CeOx layer was reactively evaporated in oxygen plasma ambient at 0.2mTorr and an 
average deposition rate of ~0.06nm/s. The HfOx layer was formed by plasma-assisted atomic 
layer deposition (PE-ALD) using water and tetrakis (dimethylamido) hafnium (Hf(NMe2)4) 
precursors. The film optimization involved varying a wide range of deposition conditions. The 
optimal HfOx capping layer was deposited at 200°C. The pulse width of the hafnium precursor 
was 0.25s and the hold time between each pulse was 5s. The optimal oxygen plasma power was 
found to be 300W. The devices were isolated using a wet etching process by first patterning the 
HfOx film in buffered oxide etch followed by removing the CeOx layer in a mixture of hydrochloric 
acid, potassium hexacyanoferrate, and de-ionized water. Devices were measured under vacuum 
in a Lakeshore CRX-VF Probe Station using Agilent semiconductor parameter analyzer B1500 
equipped with a Semiconductor Pulse Generator Unit (SPGU). Care was taken to minimize the 
impact of parasitic elements, for example, capacitances.  
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Supplementary Information 
 
A sub-1-volt analog metal oxide memristive-based synaptic device for 
energy-efficient spike-based computing systems   
 
 
Cheng-Chih Hsieh3, Anupam Roy1, Yao-Feng Chang1, Davood Shahrjerdi4, and Sanjay K. 
Banerjee1 
 
1. X-ray photoelectron spectroscopy (XPS) studies 
We performed a series of material optimization and characterization experiments in 
order to engineer the structural properties of the HfOx capping layer using atomic layer 
deposition (ALD). The XPS measurements were used to study the chemical bonding and 
the stoichiometric ratio of the CeOx and HfOx films. All XPS spectra were acquired at 
room temperature using a Vacuum Generator Scientific SCALAB Mark II system and 
monochromatic Al Kɑ (hυ= 1486.7eV) X-ray radiation source. The background pressure 
was kept below 7.5×10-8 Torr during the XPS measurements. The XPS curves were 
calibrated to the carbon 1s peak. Previous XPS studies of CeOx suggest that the Ce 3d 
XPS core-level spectrum has three-lobed envelops (which are located at around 882-
890 eV, 895-910 eV and 916 eV) that originate from the different final states of mixed 
valency [1-3]. In Ce 3d spectrum, the u''' (v '''), u'' (v'') and u (v) denote the Ce4+ final 
states and correspond to Ce 3d94f0 O 2p6, Ce 3d94f1 O 2p5 and Ce 3d94f4 O 2p4 
respectively for Ce3d3/2 and Ce3d5/2. The Ce3+ final states in Ce 3d spectrum correspond 
to 3d94f1 O 2p5 and 3d94f2 O 2p4 and are labeled as u' (v') and uo (vo) in the XPS 
spectrum. Previous reports also suggest that the u' (v') peaks are typically stronger than 
the uo (vo) peaks.  
 
2. Accelerated retention test 
Another important metric in memristors is device reliability in terms of endurance and 
retention. Accelerated retention test was performed at 150°C. The measurements were 
made at the constant stress voltage of +0.2V. To find the corresponding data retention 
time at the working temperature, we calculated the acceleration factor (AF) using the 
following equation [4]:  
 𝐴𝐹 = exp 𝐸!𝑘 ∗ 1𝑇!"#$ − 1𝑇!""                 (1) 
where 𝐸!  is the intrinsic activation energy, 𝑘  is the Boltzmann constant, 𝑇!"#$  is the 
working temperature (here assumed to be 50°C), and 𝑇!"" is the temperature at which 
the accelerated retention test was performed (that is 150°C). For the CeOx-based 
memristors, Ea was assumed to be 0.85eV, which is a conservative estimated value. 
Substituting the above values in equation (1), the acceleration factor was calculated to 
be about 1361. Since the devices in Figure 4 (See Main text) exhibit data retention in 	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  	  3	  Microelectronics Research Center, The University of Texas at Austin, Austin, Texas 78758, USA.	  4	  Electrical and Computer Engineering, New York University, Brooklyn, New York, 11201, USA.	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excess of 105 seconds at 150°C, their expected retention time at the working 
temperature of 50°C easily exceed 108 seconds, which corresponds to 10 years. 
 
3. Generation of waveforms for Spike-Timing-Dependent Plasticity (STDP) 
measurements 
Multiple square waves with various pulse heights were tailored for emulating 
exponential decay pulses used in STDP studies. The time interval of the pulses on the 
top and bottom electrodes (that are pre- and post-neural spikes) was varied relative to 
each other while monitoring the conductance of the device. The pulses were created 
using the Keysight B1500 pulse generator unit. Depending on the time difference 
between the pulses illustrated in Figure S1 (a) and (b), the device demonstrates long-
term depression (Δt<0) and potentiation (Δt<0) (see Figure 4, main text).  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
Figure S1: Schematic illustration of the pre- and post-neural spikes that were used for 
implementing the STDP learning in our bilayer memristive devices. A series of square pulses 
(solid line) were generated to emulate the exponential spikes (dashed line).   
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